DSM Engineering Plastics DSM I,B'

Customer:

FProduct:

Cuztomer Part Number:
ON Code:

Lot Numbexr:

Purchase Order HNumber:
Shipment Date:

Net Weight:

PRODUCT QUALITY CERTIFICATION

Honzi International Co.,Ltd

Arulon® E224-G5 09,00, 09 NATURAL

15879
1603228520
201603001345
Mar 22, 2016
16, D00

Propsr Tent Nathod Tnits ical Dats
Denzity I50 1183 kgfms 1350
Azh Content INTEENAL b 20,9
Humiditz absnrgtiun Sim. to IS0 62 " 1.9

FFlammability tested ammually

Dewiation from test methods: all samples are aged for 24 hours and relatiwve humidity may be outside

of B0 £ 5%

Thiz guality azsurance report should zerve asz formal certification that the abowve referenced production

lot has been tezted in accordance with the prescribed and agreed upon testing and analwziz protocol.

Fleaze report any discrepanciez to the Quality Assurance Nanager.

Br:

Chuck wilzon Mar 22, 2018

bzziztant Lab Supervisor
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